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CERTIFICATE OF ANALYSIS

Date Submitted: 6/6/25
25083647-10 PASS

Childrens Jewelry CPSC Pass/Fail Limits

Style number: 10 Maximum Allowable Limits: Lead

Item Description:  Spring rings Accessible Components: 100 ppm

Sample Date: 6/5/25 Surface Coatings: 90 ppm

Vendor: il

Sample Type: CPSC Maximum Allowable Limits: Cadmium (Washington State)
Analyzed by: JIM/RL on 6/10/2025 Substrate & Surface Coatings: 40 ppm

Samples submitted by customer, results relate only to items tested.

Accessible components Lead Cadmium Unit

1 Spring rings combined <20 <10 ppm

Surface coatings
N/A

R S 2 4L B a2

Kevin E. Donahue Jeff Mascoli
Laboratory Director Laboratory Manager

The reference method was CPSC-CH-E1001-08.3 and/or CPSC-CH-E1003-09.1 and/or CPSC-CH-E1002-08.3 with instrument parameters
set in accordance with Perkin-Elmer Atomic Absorption and Inductively Coupled Plasma Metals Testing Procedures for the analysis
of Lead and Cadmium. Test report shall not be reproduced except in full, without written approval of the laboratory.

Method Reporting Limit for Lead 20 ppm and for Cadmium 10 ppm Pg.1of1
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